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Specification: General Electric GEK-32568C
Alestom Atlantique NBA P50001

BS 489:1999

DIN 51515-1 TD and DIN 51515-2 TG
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Properties Test Method ISO 32 ISO 46 ISO 68
Kinematic Viscosity @ 40°C, ¢St ASTM D — 445 32 46 68
Kinematic Viscosity @ 100°C , cSt ASTM D — 445 5.45 6.9 8.77
. . . ASTM D —
Viscosity Index (VI) , (min) 105 105 100
2270
. . 3 ASTM D —
Density @ 15°C , kg/m 870 875 870
1298
Pour Point , °C , (max) ASTM D - 97 -30 -30 -30
Flash Point , °C , (max) ASTM D - 92 215 220 220
Copper Corrosion , 3hr/100 °C ASTM D - 130 b 1b b
Total Acid Number (TAN), mgKOH/gr ASTM D — 664 0.1 0.1 0.1
Water Demulsibility, min ASTM D — 15 15 15
1401
Oxidation Stability, PRVOT , min ASTM D 2272 1100+ 1100+ 1100+
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No. 3823, Phase 3, Eshtehard Ind. Zoon , Alborz Province ,Iran
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